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Abstract 

Controlled growth of In-rich InGaN nanowires/nanorods has long been considered as a very challenging task. Here, 
we present the first attempt to fabricate InGaN nanorods by selective area growth using HVPE (hydride vapor phase 
epitaxy). It is shown that InGaN nanorods with different indium contents up to 90 % can be grown by varying the 
In/Ga flow ratio. Furthermore, nanowires are observed on the surface of the grown nanorods with a density that is 
proportional to the Ga content. The impact of varying the NH3 partial pressure is investigated to suppress the growth 
of these nanowires. It is shown that the nanowire density is considerably reduced by increasing the NH3 content in 
the vapor phase. We attribute the emergence of the nanowires to the final step of growth occurring after stopping 
the NH3 flow and cooling down the substrate. This is supported by a theoretical model based on the calculation of 
the supersaturation of the ternary InGaN alloy in interaction with the vapor phase as a function of different 
parameters assessed at the end of growth. It is shown that the decomposition of the InGaN solid alloy indeed 
becomes favorable below a critical value of the NH3 partial pressure. The time needed to reach this value increases 
with increasing the input flow of NH3, and therefore the alloy decomposition leading to the formation of nanowires 
becomes less effective. These results should be useful for fundamental understanding of the growth of InGaN 
nanostructures and may help to control their morphology and chemical composition required for device applications.   

Keywords: InGaN nanorods, HVPE, selective area growth, model. 

1. Introduction 

Group III-nitride semiconductors are very important 
materials for optoelectronic devices [1-3]. In particular, 
ternary InGaN alloys are used as active layers in highly 
efficient light-emitting diodes (LEDs) and laser 
structures in a wide wavelength range from infrared (IR) 
to ultraviolet (UV) [4-6]. The development of InGaN 
based devices for longer wavelengths is however 
admittedly challenging. Synthesis of homogenous and 

high quality InGaN thin films with high In compositions 
is difficult due to surface segregation of In occurring via 
the spinodal decomposition at the usual growth 
temperatures [7-11]. Furthermore, the large lattice 
mismatch between InGaN and the underlying substrate 
results in a high residual strain in the material. This leads 
to the alloy clustering causing carrier localization with a 
significant increase of non-radiative defect density. 
These factors limit the performance of devices based on 
planar structures [12-15]. 1D structures show interesting 
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properties such as efficient dislocation-free strain 
relaxation and may help to extend the compositional 
range of InGaN on lattice-mismatched substrates. 
InGaN/GaN core-shell nanowires (NWs) are 
particularly promising for high efficiency red LEDs with 
a lower defect density and higher light extraction 
efficiency compared to planar devices [16]. 
Consequently, synthesis of InGaN NWs by either 
catalyst-assisted or catalyst-free growth methods have 
recently gained much attention. InGaN NWs are grown 
by different epitaxy techniques such as molecular beam 
epitaxy (MBE) [17-22], metal-organic vapor phase 
epitaxy (MOVPE)  [16,23-26] and hydride vapor phase 
epitaxy (HVPE) [27,28]. However, even in NWs one 
should compromise between high In content, spatial 
homogeneity of the alloy and crystal quality. 
Furthermore, random nucleation process leads to 
inhomogeneity of the NW lengths and diameters which 
induces the corresponding spread in electrical and 
optical properties of structures based on large ensembles 
of NWs. Selective area growth (SAG) of NWs in pre-
selected and spatially organized locations allows one to 
improve the size homogeneity over a sample. 

InGaN/GaN heterostructured NWs, or nanorods (NRs), 
have been reported in Ref. [29]. Recently, Bi et al. have 
demonstrated the growth of relaxed InGaN platelets with 
a maximum InN content of 18%, suitable as templates 
for red micro-LEDs [30]. To the best of our knowledge, 
there have been no reports on SAG of high aspect ratio 
In-rich InGaN NRs with controlled In content and 
morphology. Here, we present the first attempt to grow 
such structures by HVPE. We study the effect of the 
growth conditions, particularly partial pressures of In 
and Ga precursors, on the morphology and composition 
of InGaN NRs and provide a model to explain different 
experimental observations. The results reported herein 
allow for a better control of the morphology of InGaN 
nanostructures by HVPE, and provide information about 
NWs growth trends as a function of the vapor phase 
composition useful for other epitaxy techniques. 

2. Experimental 

InGaN NRs were grown in a homemade horizontal 
HVPE reactor operating at atmospheric pressure. The 
reactor is composed of several zones that can be heated 
independently by an external furnace. In the first zone, 
the InCl3 gaseous precursor was produced by 
sublimation of InCl3 powder heated at 485 °C. The GaCl 
gaseous precursor was obtained by reaction of gaseous 
HCl with a liquid metallic Ga source placed in the 
second zone and heated at 670 °C. InCl3 was then 

transported through an inner tube while GaCl was driven 
by a N2 carrier gaz to the downstream mixing zone, 
where the NH3 input flow (FNH3

i in sccm) was directly 
injected. The substrates were GaN/c-Al2O3 templates 
covered with patterned SiNx layer where circular 
apertures were lithographically defined having a 
diameter of 200 nm and a pitch of 2 µm. The substrates 
were placed in the adjacent downstream growth zone 
where the vapor phase was assumed to be homogeneous.  
 Solid III-V ternary alloys grow by incorporation of 
III-V binaries at different rates, GaN and InN in the 
present case [31-35].  InN and GaN binaries are grown 
by HVPE at very different temperatures, 610-660 °C and  
900-1000 °C respectively. This makes growth of InGaN 
alloys by HVPE quite difficult. Obviously, InGaN NRs 
must be grown at an intermediate temperature which 
should ensure a compromise between a good selectivity, 
crystal quality and InN stability [31,32]. After several 
experiments, the optimal growth temperature was 
selected at 660 °C. The growth time was fixed at 15 
minutes. 

As-grown samples with NRs were imaged by Carl 
Zeiss Supra scanning electron microscope (SEM) with 
an acceleration voltage of 3 kV. This SEM setup is 
coupled with an energy dispersive X-ray spectroscopy 
(EDX) analyzer that allows for an estimation of the 
average chemical compositions of as-grown structures. 
Images of individual NRs and the corresponding EDX 
maps were obtained in a transmission electron 
microscope (TEM). The acceleration voltage used for 
these measurements was 30 kV. 

3. Results and discussion 

InGaN nanorods were synthesized on Ga-polar 
GaN/c-Al2O3 substrate and grew along the (1000) 
direction. The structure and composition of these NRs 
are strongly influenced by the composition of the vapor. 
We define 𝑟 as the ratio between the GaCl input flow and 
the total element III flow, that is r = FGaCl

FGaCl + FInCl3  
. We first 

explore the impact of r on the morphology and chemical 
composition of the NRs. Typical SEM images after 15 
min-growth at different r are shown in Figure 1, along 
with the average compositions given in the insets. In this 
series of samples, the partial pressure of NH3 (PNH3) was 
fixed at 1.82x10-1 atm (according to a previous study 
[28]). The only parameter that changed between the 
three samples was the ratio r (by changing the GaCl 
input flow) which was fixed at 0.93, 0.85 and 0.61. The 
images in Figure 1 reveal the following trends. First, the 
absence of parasitic growth on the mask surface 
confirms the perfect selectivity of growth at the selected 
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temperature of 660 °C. Second, the average indium 
content x (determined by EDX on as-grown samples) in 
InGaN NRs can be tuned by the vapor phase 
composition, with lower r resulting in higher x. Third, 
the average length of the NRs increases with decreasing 
r. This result is expected from the growth rates of GaN 
and InN: InN growth rate is higher than GaN growth rate 
at given experimental parameters [31-35]. Fourth, NWs 
are present on the surface of the NRs, especially at their 
tips. The density of these NWs is higher for larger r. Note 
that any possible influence of the V/III ratio change on 
the surface morphology can be excluded since, as given 
in the caption of the Fig.1, the value of the V/III ratio is 
always very high. The contribution of surface diffusion 
of group III adatoms can also be excluded as it is 
negligible in HVPE process [28,32].     

In order to reduce the density of such NWs and 
obtain a more regular morphology, we varied PNH3  
between 0.69x10-1 and 2.78x10-1 atm at a fixed r of 0.93 
(Samples NR1 to NR5). SEM images showing the 
evolution of the NRs morphology with PNH3  are 
presented in Figure 2. Growth selectivity was preserved 
in all cases. The NWs density decreases with increasing 
PNH3 . The magnified TEM images of individual NRs 
shown in the yellow and green frames in panels (c) and 
(e) are given in panels (f-1) and (h-1) respectively. To 
check the homogeneity of the chemical composition, 
EDX elemental mapping was performed along the axis 
of these NRs. The maximum penetration depth of 
electrons in a solid In0.85Ga0.15N of density 6.7 g. cm−3 
is about dmax = 3 µm for the acceleration voltage used 
(30 kV). Therefore, the diffracted X-ray signal is 
generated at a depth d ≤ dmax, which depends on (i) the 
ionization energy of the line considered (K or L) and (ii) 
the absorption of X-ray in the sample. In order to collect 

the signals of In and Ga from the same depth, we have 
selected the L and K lines. The NRs tips correspond to 
zero distance, as shown by the yellow and green arrows 
in panels (f-1) and (h-1). The measured EDX profiles of 
NR3 and NR5 are shown in panels (f-2) and (h-2), 
respectively. Figure 2 (g-1) presents the magnified TEM 
image of individual NW (shown in the blue frame in 
panel (f-1)). Figure 2 (g-2) shows the EDX map of the 
same NW. 

Despite the apparent differences in morphology, 
NR3 and NR5 show some common features. They have 
tapered tips where the indium content is lower than in 
the rest of the NRs, as observed in Figures 2 (f-2) and (h-
2). The indium content is further reduced in NR3 
compared to NR5 due to the contribution of NWs, whose 
composition is close to stoichiometry (x ~ 0.5) (see Fig. 
2 (g-2)). The average indium content in NR5 (~ 90 %) is 
only slightly increased with respect to NR3 (~ 85 %), 
suggesting that the value of PNH3  has a little impact on 
the chemical composition of the NRs. Another common 
property of the NRs is their hexagonal shape at the base 
which transitions to the round shape at a certain distance 
from the substrate due to roughening of the sidewalls 
induced by material decomposition. The main difference 
between NR3 and NR5 is the formation of NWs on NR3. 
Conical shapes of these NWs and their different 
chemical composition, which always stays around x ~ 
0.5 regardless of the NRs composition, suggest that the 
NW growth mechanism is different from the one of the 
NRs. Based on the above observations, we attribute the 
formation of NWs to the decomposition of solid InGaN 
in the final step of growth, which finally leads to the  

 

Figure 1: SEM images showing the morphology of InGaN NRs grown at 660 °C and PNH3 = 1.82x10-1 atm for 
15 min at (a) r = 0.93, (b) r = 0.85, and (c) r = 0.61. The corresponding V/III ratios are 2.35 x 102, 3.80 x 102 
and 2.73 x 102, respectively. The average indium contents x in the entire samples are given in the insets. Scale 
bar represents 1 µm. 
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formation of liquid metallic droplets under insufficient 
supply of NH3. More precisely, we suggest the following 
growth picture. Under our HVPE growth conditions, In-
rich NRs grow first selectively by the vapor-solid (VS) 
mechanism [31-33] (step 1 in Figure 3). The NH3 and 
GaCl input flows are then switched off at the moment of 
time t = toff and the samples are rapidly cooled down. 
When decreasing the temperature, the equilibrium 
constant related to the formation of solid GaN (KGaN) 
increases and that of InN (KInN) decreases [32], so the 
tips of the NRs should be Ga-rich as shown by the EDX 
maps in Figures 2 (f-2) and (h-2). The total growth rate 
of the solid decreases with increasing the gallium 
content, leading to tapering of the NR tips observed in 
Figure 2 (step 2 in Figure 3). The residual NH3 flow 
(FNH3

r ) decreases continuously from its input value 

FNH3
i during the NRs growth [37]. This results in a 

decrease of the corresponding partial pressure PNH3  in 
the growth zone. The decreasing rate of PNH3  requires 
special dynamic simulations due to the complex inner 
geometry of the HVPE reactor, which is beyond the 
scope of this work. Solid InGaN stays stable as long as 
PNH3  is larger than a critical value PNH3

S  required for 
condensation at a positive supersaturation of the vapor 
with respect to the solid. Once PNH3

S  is reached, the 
decomposition of the solid begins (step 3 in Figure 3). 
The decomposition occurs by thermal dissociation of 
interatomic bonds in the solid. The N atoms start to 
desorb as N2 dimers, while the group III atoms start to 
form liquid droplets on the surface. Due to the high  

 

Figure 2: (a-e) SEM images of InGaN NRs in samples NR1 to NR5 grown at a fixed r = 0.61 and different 
PNH3  increasing from 0.69x10-1 to 2.78x10-1 atm. The corresponding V/III ratios are 1.56x102, 2.90x102, 
4.09x102, 5.14x102 and 6.35x102, respectively. The average indium content x in all bulk NRs is almost the 
same, about 0.85-0.9. (f-1) and (h-1) Magnified TEM images of the selected individual NRs shown in panels 
(c) and (e), respectively. (f-2) and (h-2) EDX maps of the same NRs. (g-1) TEM image of the selected NW 
shown in panel (f-1), with its EDX map shown in panel (g-2). White and red scale bars represent 1 µm and 50 
nm, respectively.  
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volatility of In atoms compared to Ga [27,28], the liquid 
droplets are most likely Ga-rich. This explains (i) the 
increase in the NW density with the average GaN 
content in the NRs (Figure 1), and (ii) the higher NW 
density closer to the NR tips where the Ga concentration 
is locally higher than in the rest of the NRs (Figure 2 (f-
1)). 

With the residual NH3 and GaCl gas, together with the 
continuous supply of InCl3 which is thermally produced 
inside the reactor, the liquid droplets continue to receive 
the growth species from the vapor. Therefore, we switch 
from the VS-type SAG growth of NRs to the vapor-
liquid-solid (VLS) growth of NWs. This VLS growth 
continues because the residual growth species are still 
present in the vapor phase (step 4 in Figure 3). Note that 
FNH3

i cannot be maintained at the end of growth since, 
when combined with FInCl3

i , it leads to the formation of 
parasitic solid InN that can be deposited on the whole 
sample [28].  

 
1. Theoretical model 

We now turn to a more quantitative investigation of 
the InxGa1-xN NRs decomposition leading to the 
formation of NWs at the end of growth. For this, we need 
to calculate the supersaturation of InxGa1-xN (γInxGa1-xN) 
and study its dependence on the relevant growth 
parameters. Let us first consider the equilibrium 
constants for forming solid GaN and InN pairs that mix  

to produce a ternary solid alloy. The incorporation of 
GaN and InN pairs into the solid proceeds via the 
following reactions: 

GaClg   +  NH3g   ⇌  GaNs  +  HClg  + H2g    (1-a) 

InCl3g  +  NH3g   ⇌  InNs  +  3 HClg   (1-b) 

Here, the subscripts g and s stand for the gaseous and 
solid phases, respectively. The equilibrium constants of 
these reactions can be calculated as follows: 
 
KGaN = exp (− ∆GGaN

kBT
),  

with ∆GGaN = ∆GGaN
0 + kBTln(1 − x) + Ωsx2,  (2-a) 

 
KInN = exp (− ∆GInN

kBT
),  

with ∆GInN = ∆GInN
0 + kBTln(x) + Ωs(1 − x)2. (2-b) 

Here, T is the absolute temperature, kB is the Boltzmann 
constant, ∆G𝛼

0  is the standard Gibbs free energy to form 
the pair 𝛼 (𝛼 = GaN or InN), which can be calculated 
using the tabulated thermodynamic data related to these 
growth species [36]. We use the regular solution model 
for the solid InGaN alloy, with x as the indium content 
in the alloy, and Ωs as the binary interaction parameter 
between GaN and InN pairs [38]. 

 

Figure 3: Schematic representation of the different steps involved in the growth of InGaN NR/NW: (1) - SAG 
of regular In-rich NRs by the VS mechanism; (2) - growth of Ga-rich tapered NR tips during cooling down; 
(3) - decomposition of the crystal at low PNH3 , which produces liquid droplets; (4) - VLS growth of  NWs.  
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The respective supersaturations of reactions (1-
a) and (1-b) are given by: 

𝛾GaN =
PGaClgPNH3g

KGaN

PHClgPH2g
(1−x)aGaNs

− 1,    (3-a) 

𝛾InN =
PInCl3gPNH3g

KInN

PHClg
3 xaInNs

− 1.    (3-b) 

The chemical activities in the solid state, aGaNs and 
aInNs, can be expressed within the regular solution 
model as: 

aGaNs= exp (Ωsx2

kBT
),    (4-a) 

aInNs= exp (Ωs(1−x)2

kBT
).   (4-b) 

Since the solid InxGa1-xN is composed of GaN and InN 
pairs, its supersaturation can be calculated using the 
weighted supersaturations of binaries as follows: 

γInxGa1−xN = (1 − x)γGaN + xγInN         (5) 

For growth of InxGa1-xN in the complex chemical HVPE 
process, the partial pressures of the different species in 
the vapor are interdependent through coupled reactions 
[27,28]. This should be accounted for when calculating 
the dependence of γInxGa1−xN on the variable partial 
pressures. In our experimental conditions during SAG of 
NRs, both γGaN and γInN remain greater than unity, 
meaning that the chemical potentials of the vapor species 
are greater than the chemical potentials of the solid and 
the products of the reaction [27,28]. 

However, during the cooling down step, a 
decrease of PNH3 has a significant impact on these 
supersaturations which decrease continuously until 
γInxGa1−xN becomes negative at PNH3 = PNH3

s . The 
evolution of γIn0.9Ga0.1N with PNH3 for temperatures 
varying between 630 °C and 660 °C are shown in Figure 
4. Given the very slight dependence of γIn0.9Ga0.1N on T, 
its impact on the formation of NWs  can be neglected. 
Therefore, only T = 660 °C will be considered further to 
analyze the experimental observations. The SEM images 

 

Figure 4: Evolution of γIn0.9Ga0.1N with PNH3 in the final step of growth. The calculated supersaturation is shown 
for different temperatures T. SEM images represent the individual NR1 to NR5 grown at different initial 
pressures PNH3

i  (labelled by the black dots). At t > toff, PNH3 starts to decrease, as represented by the black 
arrows. The lengths of these arrows correspond to the decreasing rates of FNH3

r . Thermal decomposition of solid 
InGaN occurs when PNH3 becomes lower than PNH3

s , which is represented by the red dotted line.  



Journal XX (XXXX) XXXXXX Hijazi et al  

 7  
 

show the individual NRs from different samples (NR1 to 
NR5) grown at different PNH3, which are represented by 
black dots. The decrease of PNH3 at t > toff is 
represented by black arrows, whose lengths are 
proportional to the decreasing rate of FNH3

r . The critical 
pressure PNH3

s  corresponding to zero supersaturation of 
InGaN is shown by the red dotted line. 

We can now compare the partial pressures 
during growth of different NRs to the critical pressure. 
For NR1, PNH3

i  is very close to PNH3
s , therefore  γInGaN is 

only slightly larger than zero. The growth of such NRs 
proceeds under near-equilibrium conditions, meaning 
that the time 't required to reach PNH3

s  after switching 
off the NH3 flow is very short. The decomposition of 
solid InGaN at the tip of NR1 starts early. On the other 
hand, the decreasing rate of the gas out of the reactor is 
quite low due to a low PNH3

i , which is why the vapor 
phase provides the sufficient supply of group V atoms 
for a relatively long time (tVLS). This results in the high 
density of NWs observed on NR1. The time 't becomes 
gradually longer with increasing PNH3

i , meaning that the 
solid decomposition is less efficient, therefore the NW 
growth time tVLS gets increasingly shorter. This explains 
the lower NWs density present on NR2 and NR3, 
followed by their almost complete disappearance on 
NR4 and NR5 grown at even higher PNH3

i , where we 
only observe the roughening of the surface induced by a 
soft decomposition of solid InGaN (Figure 2 (h-1)). 
 

2. Conclusion 

In conclusion, we have presented the first attempt to 
grow In-rich InGaN NRs by SAG HVPE. It has been 
shown that InxGa1-xN NRs with different and controlled 
compositions x up to 0.9 can be obtained by varying the 
In/Ga flow ratio. However, some irregular NWs have 
been observed on the NR tips. Despite the potential 
advantages of such structures for sensing applications, 
their presence is prohibitive for optoelectronic devices. 
The effect of the partial pressure of NH3 has been 
investigated to control the growth of these NWs. We 
found that much more NWs formed at low PNH3, while 
higher PNH3 yielded more regular morphologies with 
almost no NWs. This effect has been attributed to lower 
supersaturations of the vapor at lower PNH3, yielding 
near-equilibrium growth conditions for InGaN NRs and 
faster decomposition of the solid in the cooling down 
step after switching off the nitrogen input. 

Decomposition of InGaN at the NR tips leads to the 
formation of liquid metallic droplets catalyzing the NW 
growth in the VLS mode. This explains the presence of  
NWs on the tips of InGaN NRs grown at lower PNH3and 
their absence at higher PNH3. A model of the growth 
thermodynamics of InGaN NRs and NWs by HVPE 
quantifies and explains experimental findings. 
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André Y, Bougerol C, Taliercio T, Meguekam-Sado A, 
Ferret P, Castelluci D, Gil E, Tournié E, Thomas O and 
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[33] Zeghouane M, André Y, Avit G, Jridi J, Bougerol 
C, Coulon P M, Ferret P, Castelluci D, Gil E, Shields P, 
Dubrovskii V G and Trassoudaine A 2020 Formation of 
voids in selective area growth of InN nanorods in SiNx 
on GaN templates. Nano Futures 4 025002. 
 
[34] Avit G, Zeghouane M, André Y, Castelluci D, Gil 
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