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Abstract 

Conversion cathodes such as metal fluorides are particularly interesting for their theoretical capacities up to 711 

mAh/g when  used in Li-ion batteries. However, they generally suffer from high hysteresis and/or poor cyclability. 

To overcome these problems, ternary metal fluorides are being explored to improve electrochemical properties 

compared to the usual binary fluorides: a polymer electrolyte membrane is also used to avoid undesirable cathode-

electrolyte reactions and to assess the compatibility of such cathode materials with All Solid State Batteries (ASSB). 

Among the multi-metallic models, copper hexacyanoferrate Cu3[Fe(CN)6]2.nH2O from the Prussian blue analogue 

family (PBA), is fluorinated under pure fluorine gas at selected temperatures according to preliminary 

thermogravimetric mass spectrometry analyses. Using X-ray absorption spectroscopy and diffraction, an inverse 

perovskite structure [Cu(H2O)4]3.(FeF6)2 is identified at a fluorination temperature of 140 °C and an intimate mixture 

of CuF2 and FeF3 is formed at 350 °C. The cyclic voltammogram of the latter compared to that of a ball-milled 

sample of similar composition CuF2/FeF3 highlights the advantages of MMTF multi-metallic template fluorination 

for electrochemical properties, interpreted by the high level of homogeneous dispersion of the redox centres 

obtained with this method compared to the mechanical milling reference evaluated by SEM. The fluorides are also 

found to be compatible with the commercial solid polymer electrolyte membrane PEO-LiTFSI (Poly Ethylene Oxide 

© 2022 published by Elsevier. This manuscript is made available under the CC BY NC user license
https://creativecommons.org/licenses/by-nc/4.0/

Version of Record: https://www.sciencedirect.com/science/article/pii/S0022459622001554
Manuscript_a7845f2b4d4cd4c4bbb34ec5cd0d978c

https://www.elsevier.com/open-access/userlicense/1.0/
https://www.sciencedirect.com/science/article/pii/S0022459622001554
https://creativecommons.org/licenses/by-nc/4.0/
https://www.sciencedirect.com/science/article/pii/S0022459622001554


impregnated with Lithium bis(trifluoromethanesulfonyl)imide), underlining the suitability of the MMTF-prepared 

cathodes for use in the ASSB. 
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MultiMetallic Template; Prussian Blue Analogues ; Solid Gas Fluorination ; ASSB ; Cathode materials ; Cyclic 

Voltammetry ; Solid Polymer Electrolyte  

1. Introduction 

Lithium-ion batteries are key components for new portable applications. However, their performance is limited by 

cathode materials, as evidenced by Li-rich cathodes and Li-(NiMnCo)O2 (NMC) materials with a specific capacity 

of less than 280 mAh.g-1 in commercial cells to date (Rozier & Tarascon, 2015).  

Many materials are relevant candidates to improve this capacity such as conversion type cathodes (Nitta et al., 2015) 

even if it implies lithium metal as anode and the subsequent challenge to overcome the formation of dendrites. 

Among them, metal fluorides are particularly interesting (Hayner et al., 2012; Lemoine et al., 2021; Lemoine, Zhang, 

Dambournet, et al., 2019; Lemoine, Zhang, Grenèche, et al., 2019) such as FeF3 with a theoretical capacity of 712 

mAh.g-1 for three exchanged electrons at a voltage of 2.74 V vs. Li+/Li or CuF2 with a theoretical capacity of 528 

mAh.g-1 at a high voltage of 3.55 V vs. Li+/Li. In general, MF metal fluorides suffer from relatively high voltage 

hysteresis and cyclability problems related to the dramatic volume change involved in the conversion step resulting 

from the transformation of MF species in a LiF + M matrix (Wu et al., 2020). In this article, different solutions 

existing in the literature are coupled to evaluate their electrochemical properties and to show some ways to solve 

problems encountered with binary fluorides.  

First, to avoid side reactions of the active material with organic electrolytes such as dissolution of metal fluorides 

during cycling often encountered, conventional organic electrolytes can be replaced by solid electrolytes. Indeed, 

promising results have already been obtained by Huang et al. (Huang et al., 2019) for a sample of FeF2 coupled to a 

PEO/LiTFSI (Poly Ethylene Oxide impregnated with Lithium bis(trifluoromethanesulfonyl)imide) solid polymer 

electrolyte (SPE) at 50 °C for 300 cycles. SPEs could therefore allow the use of CuF2 as cathodes without the 

problems associated with its reactivity toward conventional organic electrolytes. Improvements in the hysteresis are 



also observed by Huang et al. most likely by minimizing the volume expansion that occurs during the conversion of 

metal fluorides.  

Secondly, with the observation that ternary metal fluorides such as CuxNi1-xF2 (Villa et al., 2019) and CuyFe1-yF2 (F. 

Wang et al., 2015) are effective in improving electrochemical properties, a suitable ternary composition is required. 

Indeed, the aim is to combine the advantages of individual binary fluorides while buffering volume expansions that 

can potentially improve cyclability and minimize voltage hysteresis. However, such ternary systems are prepared by 

mechanical milling or aqueous fluorination with HF hydrofluoric acid, both of which are difficult to scale up or 

inhomogeneous process. 

An innovative method explored in this work is to use a multi-metallic template to prepare ternary metal fluorides by 

pure gaseous molecular fluorination. Such possibility was demonstrated by Lemoine et al. (Lemoine et al., 2021) via 

the gaseous fluorination of ammonium multimetallic fluoride precursors. They observed the formation of 

multimetallic pyrochlore fluorides via a topotactic oxidation mechanism.  

In our case, we chose copper hexacyanoferrate, a copper-iron based compound of the Prussian Blue Analogues 

(PBAs) family, is chosen here as a model for its different properties to prepare a CuxFeyFz composite by gaseous 

fluorination. Iron and copper were chosen based on the electrochemical properties of FeF3 and CuF2 for its high 

capacity and high voltage, respectively: both properties could therefore be recovered by mixing these compounds in 

a unique product. As for PBAs, these compounds can be easily prepared by co-precipitation in large quantities, 

allowing for an industrial scale application.  

PBAs are widely studied for their open structures and cation exchange properties used for different purposes such as 

electrochromism, ion detection or electrocatalysis (de Tacconi et al., 2003) but also as electrode materials(D. Wang 

et al., 2021; Wessells et al., 2011). PBAs are also used as calcination templates to easily obtain a wide range of 

oxides with unique morphologies (Ju et al., 2021; Li et al., 2019; Zhang et al., 2012, 2013). Indeed, CuPBA 

framework with the formula Cu3[Fe(CN)6]2.xH2O integrates the transition metal centers of electrochemical interest, 

iron and copper, in a face-centered cubic structure and offer the possibility to form multimetallic oxides by 

calcination under air as seen in literature (Cheng et al., 2019). In line with this observation, by switching the 

calcination atmosphere to gaseous molecular fluorine, original structures and morphologies of mixed fluorides could 

therefore be obtained using solid gas fluorination as a scalable method for industrial applications. Particular 



attention is given to understanding the mechanism of fluorine addition on CuPBA as a function of process 

temperature. To date, few works are reported on PBAs fluorination using pure fluorine gas: these publications offer 

insights on the relevance of such process to obtain original fluorinated structures. For example, Gu et al. (Gu et al., 

2021) studied the effect of fluorination on a CoFe PBA framework at different temperatures but using NH4F 

fluorinating agent: they observed the possibility to either maintain the original template structure at 150 °C or to 

prepare a mix of corresponding fluorides (KCoF3 and KFeF3) at 250 °C and above. They also assessed a porosity 

enhancement, thus highlighting the possibility to control both the structure and the porosity of the fluorination 

product. This double feature offered by the control of fluorination temperature is highly enticing for the preparation 

of cathode materials with different electrochemical properties, as these are linked to both characteristics.  

Beforehand, the fluorination temperatures are selected based on thermogravimetric measurements coupled with 

evolved gas analysis by mass spectrometry (MS-TGA) of CuPBA prior to an in-depth structural characterization 

investigated using X-ray absorption spectroscopy (XAS) and diffraction (XRD). The structural change is followed 

as a function of fluorination temperature, reporting the near-edge structure as well as a qualitative analysis of the 

Fourier transforms at both transition metal absorption K edges.  

The electrochemical behavior is evaluated in all solid-state battery (ASSB) set-up using PEO/LiTFSI as a solid 

polymer electrolyte (SPE). The insertion and conversion mechanisms are scrutinized using cyclic voltammetry (CV) 

at slow sweeping rate (20 µV s-1) over a wide-open potential window (50 mV to 4.1 V vs. Li+/Li). The shape of CVs 

is compared to that of a ball-milled sample with equivalent CuF2/FeF3 chemical composition to the one identified in 

CuPBA after fluorination at 350 °C. Finally, the voltage as a function of the capacity of each candidate is recorded 

in galvanostatic-mode. 

The strategy applied in this article called MultiMetallic Template Fluorination (MMTF) focuses on the preliminary 

study of the thermal behavior of the sample and can eventually be generalized to other multi-metal models to obtain 

a wide range of fluorinated products.  

 

 



2. Experimental section 

2.1. Material synthesis and fluorination 

Synthesis of 10g of the copper-based Prussian Blue Analogue (CuPBA) with the formula Cu3[Fe(CN)6]2. xH2O was 

prepared by the classical co-precipitation protocol, adding 3 molar equivalents of CuCl2.2H2O to 2 molar 

equivalents of K3Fe(CN)6 in distilled water. Both reagents were of grade ≥99% and used without prior purification. 

A precipitate immediately began to form: magnetic stirring was kept for a few minutes until the solution was 

homogenized. The product was immediately centrifuged and washed several times with distilled water. The product 

was recovered, after drying in an oven for 24 hours at 50°C and manual mixing, as a fine dark green powder and 

used as such for fluorination and characterizations.  

Fluorinations were performed in dedicated equipment using special handling procedures (Batisse et al., 2011). 

Gaseous fluorine was purchased from Solvay Fluor (purity 98-99% v/v with HF max. 0.5% v/v and other gases, 

mainly O2/N2 at about 0.5% v/v). A cylindrical nickel reactor of approximately 50 cm in length and with a volume 

of about 1 L was used for the reaction. Heating was ensured by a horizontal tube furnace surrounding the reactor, 

with a homogeneous temperature range of approximately 10 cm. All samples were set in a 10 cm long passivated 

nickel boat. 200 mg sample was first degassed in the RT oven with nitrogen for 30 minutes to clean it. Then, the 

sample was heated: a ramp of 5°C min-1 was applied until the desired fluorination temperature was reached. The 

nitrogen flow was cut and fluorine was injected into the reactor: the temperature and fluorine gas flow were kept 

constant for three hours. A cooling quench was performed and nitrogen was injected when the temperature fell 

below 100°C to remove any remaining fluorine gas in the oven. The products were extracted and stored under 

Argon in a glove box to avoid unwanted degradation by air. Each product has been made 3 times and the same XRD 

and TGA validate the reproducibility of the process. 

2.2. Structural characterization 

X-ray diffraction (XRD) experiments were carried out on a Panalytical X-Pert Pro diffractometer equipped with a 

Cu Kα1 source diffracted beam monochromator and a linear X'celerator detector using a home-made measuring cell 

that allows data to be collected under a static inert argon atmosphere. The counting time was 108 seconds and the 

angle step size was 0.0167° in the 2-theta 10-80° range. The fittings were performed using the Profex software, 

developed by Döbelin et al. (Doebelin & Kleeberg, 2015) 



X-ray absorption spectroscopy (XAS) measurements of the K-edge of copper and iron were performed at 80K in 

transmission mode on the SAMBA (Briois et al., 2011) beamline of the SOLEIL Synchrotron (Gif-sur-Yvette, 

France). A sagittally focusing Si (220) monochromator was used. The intensity of the monochromatic X-ray beam 

was measured by the detectors of the ionization chambers. The samples were prepared by dilution with cellulose and 

pressed into pellets. Any contact of the fluorinated products with ambient air during measurements was avoided by 

placing the pellet in Kapton. 3 successive scans were performed to ensure reproducibility of the measurements. 

Equidistant energy steps of 0.5 eV were used. Calibration was established by simultaneous absorption measurements 

of Fe and Cu metal foils. The data were averaged and normalized using ATHENA software (Ravel & Newville, 

2005). The Pseudo Radial Distribution (PRD) presented is not corrected for phase shift as the product composition is 

rather inhomogeneous. The ThermoGravimetric analyses were performed on the Netzsch STA F3 Jupiter. Three 

preliminary vacuum cycles were performed to clean the sample chamber before starting the measurements. The 

sample was heated at 10°C min-1 in the range RT-600°C either under Helium at 70 ml.min-1 or dry air at 70 ml.min-1 

(80/20% v.v N2/O2). An average of 20 mg of the sample was placed in the alumina crucible with a lid in the glove 

box in a special disposal to avoid contact with ambient air for the transfer to the TG sample chamber. The analysis 

of the evolved gases was processed by mass spectrometry (Netzsch Aeolos Quadro) coupled to the STA 

(Simultaneous Thermal Analyzer). The main signals of the evolved gases detected by MS were superimposed but 

only for qualitative comparison. 

The different samples were characterized by Scanning Electron Microscopy (ZEISS Supra SEM operating at 3 kV). 

2.3. Electrochemical characterization 

The electrochemical properties of the different products were evaluated at 60°C in order to obtain optimal cycling 

and more particularly in order to favor lithium diffusion in the solid electrolyte used. Before the preparation of the 

electrode, the product (MF) was mechanically milled with acetylene black (AB) to improve the conductivity of the 

electrode in a weight ratio MF/AB: 50/50 for 6h at 350 rpm in a planetary ball milling. All subsequent steps were 

performed in an argon-filled glove box. The cathode material was prepared by dispersing the active material (FeF3-

AB composite) and PVDF as a binding agent in a weight ratio of 45:45:10 in propylene carbonate solvent until a 

homogeneous slurry was obtained. After drying at 80°C, the working electrode consisted of a stainless-steel grid (14 

mm diam., 0.2 mm thickness) with a deposit of 4-6 mg (1.8-2.7 mg of active mass). The electrochemical cell was a 



two-electrode coin cell (CR2032). A high purity lithium metal disk (1 mm thick - Aldrich) was used as negative and 

reference electrodes. Consequently, all voltage values mentioned here are expressed vs Li+/Li. As electrolyte, a 200 

µm membrane of a PEO-LiTFSI mixture (H-Polymer, NEI Corporation) was placed between the cathode and 

lithium. This commercial powder was solubilized in pure acetonitrile in 14% wt. The obtained solution was stirred 

until complete dissolution and then poured into a PTFE dish. Mass calculations were made in order to obtain a 200 

µm thick membrane with good mechanical properties. An amorphous polymer is obtained at RT with a glass 

transition temperature below 0 °C and a claimed ionic conductivity of 5.10-5 S/cm at RT.  

Electrochemical measurements were carried out on a VMP3 or a BCS Biologic instrument. Relaxation was 

performed for at least 5 h until the open circuit voltage (OCV) stabilized. Almost 3 coin cells were made for each 

product in order to insure reproducibility of the results. 

Cyclic voltammetry was performed at 0.02 mV s-1 in the 0.05-4.1 V range. 

Galvanostatic experiments were carried out in the 1-4.1 V with a 10/2 mA.g-1 of active mass current density for 

discharge/charge, respectively. 

 

3. Results and Discussion  

3.1. Characterization of non-fluorinated CuPBA structure 

An easy and scalable co-precipitation between the two salts CuCl2.2H2O and K3Fe(CN)6 in aqueous medium is 

known to produce the Prussian Blue Analogue (PBA) copper hexa-cyanoferrate referred here as CuPBA (Ojwang et 

al., 2016). The phase identification of the as-prepared CuPBA performed by X-ray diffraction is displayed in Figure 

1. The X-ray pattern of the well-crystallized product agrees with the reference structure of CuPBA from the ICSD 

database (#252537). 



 

Figure 1: X-ray diffractogram of the as-prepared CuPBA, the red bars represent the ICSD reference of 

CuPBA #252537 

The cubic face centered crystal structure is depicted in space group Fm-3m with Fe3+ ions located in the Oh sites 

surrounded by the six cyanide ligands across the carbon atoms, while Cu2+ ions are linked to the nitrogen atoms. The 

whole framework has an open structure allowing the insertion of a wide range of alkali cations. In their absence, the 

empty spaces are occupied by zeolite-type water molecules, and ⅓ of Fe(CN)6
3- groups are missing to 

counterbalance the excess of positive charge, leading to randomly located vacancies in the CuPBA structure.  

Coordination water molecules complete the filling of atomic positions, resulting in a mixed environment for the 

copper ions CuN6 and CuN4O2 as shown in ESI. 

3.2. Thermal behavior of CuPBA  

To finely tune the fluorination temperature and to select the appropriate temperatures in specific loss events, TGA-

MS analysis is applied to the as-prepared CuPBA in air and in inert He atmosphere. Synthetic air (20% v/v O2 / 80% 

v/v N2) is chosen as the oxidizing atmosphere to give the general trend lines of the thermal behavior of CuPBA 

during oxidation, as it is not possible to perform TGA under pure fluorine atmosphere. Figure 2 and Figure 3 report 

the thermograms under air and under He respectively: associated volume evolution of the main identified gases as a 

function of the mass/charge ratios (m/z) recorded simultaneously up to 450 °C are also added. During heating, TGA-

MS analysis allows the separation of three main temperature ranges as shown by the gas evolutions under both 

atmospheres: zone 1 for T < 170 °C, zone 2 with 170 °C < T < 230 °C and zone 3 with T > 230 °C.  



 

Figure 2: MS coupled TGA of CuPBA sample 

under dry air at a heating rate of 10 °C min-1 

Figure 3: MS coupled TGA of CuPBA sample 

under He at a heating rate of 10 °C min-1 

In both atmospheres, the loss events and associated evolved gas departures that occur in Zones I and II are 

qualitatively similar. This supports a close thermal behavior in both atmospheres up to 230 °C. This signal is related 

in both cases to the C2N2 signal but also to the H2O signal as shown by similar characteristics at 160 and 200 °C 

under helium. This could be related to a gradual degradation of the template structure following the removal of the 

ligands in both cases, as the coordinating water molecules are also part of the ligands. As for CO2 and N2 signals, 

these are also associated with the departure of the coordination water molecules leading to the destabilization of the 

PBA template and the removal of a small part of the CN ligands.  

In zone III, there is no apparent thermal event under He, whereas the mass loss is largely pronounced under air, 

corresponding to the formation of oxides with a regular production of off-gas by CO2. 

In more detail for each temperature zone, the first mass loss of about 5 wt% between room temperature and 160 °C 

corresponds to a departure of H2O according to the analysis of the gases emitted and detected by the MS in 

agreement with the literature (Martínez-Garcia et al., 2006).  

However, this dehydration process is generally reported to represent about 20% mass loss, much higher than in the 

present case. This is explained by the preliminary vacuum purge cycle prior to the measurements, causing a partial 

dehydration of the sample prior to analysis by desorption of weakly bound adsorbed water molecules as well as 

some zeolite-like water molecules, while strongly bound coordinated water molecules remain after the vacuum 

treatment. The influence of the vacuum purge cycle on the first weight loss is demonstrated in ESI with 

supplementary TGA measurements in this area without preliminary vacuum purge. The removal of the coordination 



water molecules leads to a partial destabilization of the structure, as shown by the simultaneous production of CO2 

and N2 resulting from the removal of a small part of CN ligands.  

In zone II, a second mass loss is associated with an intense primary signal m/z = 52 and a secondary signal m/z = 26 

of similar shape under both atmospheres. Both signals are attributed to C2N2 gas and its CN fragment, respectively, 

and result from the departure of the ligands from the sample, thus inducing thermal degradation of CuPBA (as 

shown in ESI by XRD). According to the air residues XRD analyses presented in ESI, the CuPBA pristine material 

is kept in air until 170 °C before a dramatic increase in the C2N2 MS signal. This confirms that dehydration tends to 

destabilize the structure but that the overall structure of the template is still retained in the zone I. At 200 °C in air, 

the structure is completely lost, confirming that the temperature zone II transforms the multi-metallic template. After 

350°C, the residue is less crystallized, but two peaks are indexed to Tenorite, an allotropic form of copper oxide.   

Based on the reactive analogy between the oxidizing effect of oxygen molecules in air and molecular fluorine, three 

fluorination temperatures are selected: 140 °C, 200 °C and 350 °C, each in each identified temperature zone.  

3.3. Fluorination mechanism of CuPBA 

In the following section and for the rest of the article, the names CuPBA F140, CuPBA F200 and CuPBA F350 

represent the products obtained after fluorination of CuPBA at 140, 200 and 350 °C, respectively, with the standard 

protocol detailed in the Experimental section.  

As fluorination is known to induce a drastic change in the local structure, the local environment of the transition 

metals, iron and copper ions, is investigated by XAS. The near-edge spectrum (XANES) provides information on 

the oxidation state and coordination number of the absorbing atom, as reported in pioneering works on various 

transition metals (Belli et al., 1980; Farges et al., 1997; Wilke et al., 2001). From pristine CuPBA, XANES analysis 

confirms the presence of Fe3+ and Cu2+ ions, both adopting the local Oh symmetry, albeit slightly distorted in the 

case of Cu2+ environment (ESI). The XAS analysis is carried out as a function of the fluorination temperature. The 

XANES spectra but also the corresponding Pseudo Radial Distribution (PDR) obtained from its Fourier transform 

(FT) of the fluorinated samples at Fe K-edge are displayed in Figure 4 and Figure 6 with the fluoride references 

respectively. The corresponding measurements obtained at Cu K-edge are presented in Figure 5 and Figure 7 

respectively.  



  

Figure 4 : XANES of fluorinated CuPBA sample 

at different temperatures and selected references 

compounds at Fe K-edge 

Figure 5 : XANES of fluorinated CuPBA sample 

at different temperatures and selected 

references compounds at Fe K-edge 

  

Figure 6 : Pseudo radial distributions (PRD) for 

fluorinated CuPBA and reference compounds at 

Fe K-edge 

Figure 7 : Pseudo radial distributions (PRD) for 

fluorinated CuPBA and reference compounds at 

Fe K-edge 

At the Fe K-edge, the XANES spectrum of the fluorinated CuPBA at 350 °C displays the features of the FeF3
 

reference, i.e. a similar position of the white line (absorption maximum) and an absence of a pre-edge. This indicates 

the presence of Fe3+ iron cations in the Oh site of the sample.  

At lower fluorination temperatures, 140 °C and 200 °C, the main transition is observed at lower energy suggesting 

an average oxidation state for the ferric cations below 3+, as visualized with the variation of the position of the white 

line as a function of the fluorination temperature presented in ESI. However, it is known that the energy position of 

the different transitions also depends on the ligand, this being due to the bond strength and its electron donor effect 

(Wilke et al., 2001).  



As the reaction under molecular fluorine is known to be intensively oxidizing, the evolution of the oxidation state of 

iron cations is prevented even at the lowest treatment temperature. Therefore, the lower energy transitions may 

result from a change in the ligand rather than a change in the oxidation state, and further analyses are required to 

confirm the reason for this energy shift. The XANES spectrum at the Cu K-edge for the fluorinated samples exhibits 

similar features, as expected, since Cu2+ is most likely present in all compounds. The main transition remains at a 

similar energy; however, an intense pre-edge peak is depicted for CuPBA F200, indicating pre-edge energy 

transitions usually forbidden but allowed here by the local mid-site around low symmetry or highly distorted Cu2+ 

cations. Interestingly, the intensity pre-edge is low for fluorinated CuPBA at 140 °C and 350 °C, while it represents 

about 40 % of the main transition maximum at 200 °C. As the pronounced pre-edge is usually observed for low 

symmetry site such as the tetrahedron (Td) or the square plane for Cu cations (Pattrick et al., 1997), it underlines 

here a severe change occurring locally around the cation Cu2+ at 200 °C. According to the TGA-MS analysis in air, 

the change at 200 °C is explained by the departure of the (CN)2 ligands (Figure 2).  

Most likely, a strong site distortion is accompanied by the departure of the ligands at the intermediate temperature of 

200°C, as Cu2+ cations have to complete the coordination from their vicinity. From the Fourier transforms (FT), the 

change in the local environment around the two cations is qualitatively observed (Figure 5). The Fourier transforms 

are not refined due to the change of ligand and phase mixing, but they correspond to the backscattered atoms around 

the observed cations.  

Qualitatively, the shape of the FT around the iron cations is similar between the samples fluorinated at 140 °C, 350 

°C and FeF3, but of lower intensity. For the sample treated at 200 °C, the FT is modified and the first hump is 

composed of two contributions while the second hump has disappeared. This indicates a strong distortion of the Fe-

ligand site with neighbouring atoms at different distances. The second hump is composed of neighbouring Fe-

second atoms (most likely another metal atom, Fe-ligand-Fe (or –Cu)), its absence indicates a pronounced 

amorphization.  

For the FT around the copper atoms, the observation is qualitatively similar. For CuPBA after fluorination at 200 

°C, the contribution of Cu-first neighbouring atoms is less intense and splits in two contributions, indicating a ligand 

distance distribution. The first FT split is in agreement with the intense pre-edge while the local site around Cu2+ 

cations is symmetric for the two other temperatures. From a similar interpretation applied to Fe cations, a 



discrepancy appears since the fractionation in the absence of pre-edge transition is not due to the site distortion. 

Most likely, the splitting for Fe FT comes from the presence of two different sites not having the same ligand or a 

different oxidation state but both symmetrical while it corresponds to a distorted site for Cu FT. 

To complete the information at longer coherence lengths, the XRD patterns of the fluorinated samples are studied. 

Different crystal phases are identified and the resulting fittings for CuPBA F140 and F350 are shown in Figure 8 and 

Figure 9 respectively while attribution is not possible for CuPBA F200 (shown in ESI). After fluorination at 140 °C, 

the sample is amorphous, but two crystalline phases are identified. A poorly defined hexagonal tungsten-bronze 

FeF3 (HTB-FeF3) is indexed as well as [Cu(H2O)4]3.(FeF6)2. The latter exhibits an anti-perovskite structure (or 

ABX3 inverse perovskite) as reported by Kummer et al. (Kummer & Babel, 1987). Multi Metallic Template 

Fluorination MMTF of CuPBA is a possible route to form a structure incorporating both cations at low temperature, 

as shown by the anti-perovskite crystal structure without the need for HF solution, unlike Kummer's work. After 

fluorination at 350 °C, the hydrated anti-perovskite phase is degraded resulting in the formation of well-crystallized 

and intimately mixed phases, CuF2 and HTB-FeF3. A fitting stoichiometry of 3 to 2 between CuF2 and FeF3, 

respectively, is found and is similar to the ratio beween Cu and Fe cations in CuPBA of formula Cu3[Fe(CN)6]2. 

xH2O. This indicates that the reaction at 350 °C is complete and that the CuPBA template irreversibly transforms 

into CuF2 and FeF3.  

  
Figure 8 : X-ray diffractograms and phase 

assignments for CuPBA F140  

Symbol - Phase assignment – ICSD code:  

O HTB FeF3 35359  

X [Cu(H2O)4]3.(FeF6)2 62272 

Figure 9 : X-ray diffractograms and phase 

assignments for CuPBA F350 

Symbol - Phase assignment – ICSD code:  

+ CuF2 71833 

O HTB FeF3 35359  



T CuF2. 2H2O 27866 

 

The radical change in local order that occurs at 200 °C and in particular for the Cu2+ cations can be explained by the 

phase transformation between [Cu(H2O)4]3.(FeF6)2
 and CuF2, two phases in which the coordination sphere for the 

Cu2+ cations is different, while the environment around Fe3+ cations present in FeF3 is already in place in the anti-

perovskite intermediate phase, as indicated by the Fe and Cu environments in each phase considered and presented 

in the ESI. It is interesting to note that the coordinating water molecules are further away from the copper atoms in 

CuPBA (Cu-O of 2.48 Å) than in [Cu(H2O)4]3.(FeF6)2
 (Cu-O between 1.94 and 1.98 Å), while the fluorine atoms are 

located further in the intermediate phase (between 2.21 and 2.41 Å) bridging with the iron cations. It is also 

interesting to note that a typical 4 + 2 coordination of copper cations is observed in CuPBA, in CuF2 as well as in 

[Cu(H2O)4]3.(FeF6)2. The shorter Cu-O distance in the inverse perovskite provides a very disruptive binding force 

for the structure when water molecules leave the structure upon heating and are replaced by fluoride anions. This 

may explain why the local Cu2+ symmetry alternates from a [4 + 2] distorted Oh at 140 °C to a strict Td at 200 °C 

and then to a distorted Oh at 350 °C. 

3.4. Thermal analysis of the fluorinated samples 

Displayed in Figure 10, the comparison between the TGA analyses of the three fluorinated samples and the original 

CuPBA under He tends to confirm a profound structural modification of the pristine precursor for the three 

temperatures as no similarity is found in their thermal evolution behavior. Moreover, a thermal stabilization of the 

phases is observed when increasing the fluorination temperature: in F-140 and F-200 samples, a significant mass 

loss (20% at 600°C) is observed whereas less than 5% mass loss is observed in F-350. 



 

Figure 10: Thermogravimetric analysis of the fluorinated samples CuPBA F-140, -200 and -

350 and of the pristine CuPBA sample under Helium ; Heating rate: 10 °C/min 

The most striking difference occurs before 300 °C with a pronounced weight loss for the fluorinated samples treated 

at lower temperatures. Clearly, the F-140 and -200 samples contain water molecules as indicated by XRD with the 

presence of a hydrated phase [Cu(H2O)4]3.(FeF6)2, which is less stable than the pure fluorinated compounds. 

Moreover, this observation can be related to the instability of the FeF3 and CuF2 clusters formed. Indeed, as indcated 

by XRD, a minor FeF3 phase starts to form at 140 °C. Following the TGA analyses, the FeF3 domains formed are 

very small as only two peaks could be assigned to FeF3 in Figure 8. In addition, these domains may have defects 

that increase their instability and causes them to degrade rapidly with a slight increase in temperature.  Therefore, the 

fluorinated phases formed are only stable at high fluorination temperatures when the CuF2 and FeF3 cluster sized are 

sufficiently large and free of defects to be fully stabilized, while [Cu(H2O)4]3.(FeF6)2 is completely transformed.  

In summary, the FeF3 and CuF2 phases are obtained from the fluorination of the CuPBA template at 350 °C. To 

address the process advantage, CuPBA F350 is compared to the product obtained by planetary ball milling of a 3:2 

molar mixture of CuF2 and FeF3. The templating approach leads to more crystallized phases than ball milling as 

shown by the comparative XRD analysis presented in ESI.  

3.5. Morphology and elemental distribution in CuPBA F350 compared to ball milling  

The impact of the MultiMetallic Template Fluorination on the morphology of CuPBA at high temperatures is 

assessed by Scanning Electron Microscopy (SEM) performed on the precursor CuPBA and its fluorination product 

obtained at 350 °C. A comparison of SEM views obtained on CuPBA and CuPBA F350 is presented in ESI. The 



CuPBA sample is composed of agglomerated individual particles, mostly cubic-shaped: individual particles 

diameter ranges from a few nanometers to a few tens nanometers. Interestingly, the fluorination product obtained at 

350 °C is mostly composed of agglomerated regularly sized particles with an individual diameter around a few 

hundreds nanometers even if some bigger agglomerates of a few micrometers are also present as seen in ESI. This 

characteristic can be linked to the original template crystalline structure. Indeed, copper and iron atoms are placed at 

fixed distances from each other in the crystalline structure: upon fluorination, we can therefore expect the formation 

and growth of CuF2 and FeF3 domains to occur from the respective atomic positions of copper and iron atoms during 

MMTF at 350 °C on this template. This enables the formation of homogenized particles.  

This morphology obtained with MMTF is then compared with the result obtained after ball milling of a 3 CuF2/2 

FeF3 composition. SEM views and corresponding EDX mappings of iron and copper elements in CuPBA F350 and 

in this ball milling reference are compared in Figure 11. No clear differences can be found between the dispersion of 

iron atoms in CuPBA F350 and the ball milling reference. However, the distribution of copper atoms is slightly 

different between the two samples. In CuPBA F350, these are well dispersed in the entire scan zone, even if more 

concentrated areas can be found specifically in bigger aggregates. In comparison, copper atoms distribution is more 

   

 
 

 

Figure 11: SEM view of a) CuPBA F350 and corresponding EDX mappings of b) iron and c) 

copper elements SEM view of d) 3 CuF2/2 FeF3 mechanical milling product and corresponding 

EDX mappings of e) iron and f) copper elements 



heterogeneous in the ball milling product, as many zones present a total lack of copper. Additionally, according to 

the comparison of SEM views, particles diameter is quite heterogeneous in the ball milling product in comparison 

with CuPBA F350.  

We can therefore conclude that CuF2 domains tends to agglomerate more easily than FeF3: this tendency is however 

moderated with MMTF applied to CuPBA than in ball milling thanks to a better initial dispersion of copper atoms in 

the template, giving a better homogeneous distribution of CuF2 and FeF3 domains in CuPBA F350. 

 

3.6. Electrochemical behavior 

To determine whether the templating approach is beneficial for the electrochemical response, cyclic voltammetry is 

recorded to elucidate the successive redox steps in all-solid-state setup using a solid electrolyte membrane. For 

comparison, the CV is processed on the same active material both in liquid electrolyte (lithium perchlorate LiClO4 

dissolved in 1M propylene carbonate) and with the PEO + LiTFSI solid polymer electrolyte (SPE) membrane under 

the same conditions. As shown by the ESI, the current densities are much higher with the liquid electrolyte than with 

the solid electrolyte, most probably due to the difference in their ionic conductivity. However, the mechanism is 

globally conserved as peaks are located in the same areas except at 1V in discharge and 4.1V in charge. Indeed, the 

peaks at 1V and 4.1V with the liquid electrolyte are ascribed to an undesirable cathode/electrolyte reaction and are 

not visible with the solid electrolyte confirming that a solid electrolyte inhibits secondary reactions and improves 

stability at the cost of a loss of ionic conductivity. Consequently, suitable current densities and scan rate are chosen 

to explore the electrochemical mechanism.  

The first and second cycles for each fluorinated sample are displayed in Figure 12 and in Figure 13 respectively. To 

examine the full electrochemical response, the electrochemical behavior is recorded over a wide voltage window 50 

mV to 4.1 V vs. Li+/Li, where the polymer membrane is sufficiently stable as indicated by an additional CV 

experiment without active material (ESI). 

Comparing the mass normalized current, the electrochemical activity varies as CuPBA F350 > CuPBA F140 > 

CuPBA F200, this for the first two complete cycles. For the first cycle, more pronounced anodic peaks are observed 

for CuPBA F350, showing the presence of well-defined redox sites in the material at 2.9 and 1.5 V vs. Li+/Li. In 

contrast, the voltammogram for both CuPBA F-140 and -200 present broad and less intense peaks. 



 
 

Figure 12: Cyclic voltammetry for the 

fluorinated samples during 1st cycle  

Current obtained is corrected by the active 

mass and the scanning rate is 0.02 mV s-1 

Figure 13: Cyclic voltammetry of the 

fluorinated samples during 2nd cycle  

Current obtained is corrected by the active mass 

and the scanning rate is 0.02 mV s-1 

 

The redox ability of the fluorinated samples is related to the average oxidation state of the two transition cations. It 

seems difficult to attribute the difference in electrochemical response to the difference in oxidation states, since 

these are maintained during fluorination to Cu2+ and Fe3+ in all three materials, as indicated by the material 

characterization. The difference in electrochemical activity could rather be related to the low electronic conductivity 

of the anti-perovskite phase present in CuPBA F140 and F200 compared to the fluoride mixture in CuPBA F350, 

hence inhibiting electrons transfer to the current collector. The redox reaction may also be partially hindered due to 

the non-accessibility to the redox centers, resulting from a local structure that is not open enough to accommodate 

Li+ cations. Indeed, the less defined redox peaks for CuPBA F140 can be explained by the presence of a multi-

metallic phase integrating the two redox centers in the same ABX3 inverse perovskite structure, which is too dense 

to allow the entry of Li+ cations. This has the effect of concentrating the redox mainly at the surface of the particles 

where accessibility is then stopped, resulting in a multi-site or capacitive type response as observed for F-140 and F-

200. 

To further discriminate the redox centers in CuPBA F350, a theoretical CV response is constructed by summing the 

response of each redox by cycling CuF2 and FeF3 under the same conditions as for the fluorinated samples. The 

intensity at iso-voltage is added as a function of the cation ratio of 3:2. As before, a 3 CuF2 /2 FeF3 composite 



prepared by mechanical milling is then compared to the theoretical response to observe whether ball milling leads to 

a simple addition of the individual electrochemical response of the two materials or whether synergistic effects 

emerge (shown in ESI).  

The voltammogram of the sample obtained by ball milling is compared to CuPBA F350 in Figure 14 and Figure 15 

for the first and second cycle respectively, to identify any differences in the mechanism. It is important to identify as 

much as possible the redox steps as «fingerprints» present in the theoretical curve. The characteristics and possible 

assignments in the mechanical milling curve and in CuPBA F350 are summarized in Table 1 and Table 2 for the 

first and second cycle, respectively. This assignment of the electrochemical steps to FeF3 or CuF2 is based on their 

voltamograms presented in ESI and according to the literature (Tan et al. (Tan et al., 2014) for FeF3 and Hua et al. 

(Hua et al., 2014) for CuF2). The comparison of the theoretical curve with mechanical milling and CuPBA F350 is 

also presented in these tables. 

The simple addition of the intensity of two components represents the electrochemical response in the absence of 

interactions between the redox centers. For the first cycle (Discharge (D) and Charge (C)), a larger peak intensity is 

observed for the milled sample compared to this theoretical curve.  

 

Figure 14: CV comparison of the 1st cycle of CuPBA F-350 and of sample obtained by ball milling of 3:2 



CuF2:FeF3 ; Current obtained is corrected by the active mass and sweeping rate is 0.02 mV s-1 

 

Peak 

Voltage 
range 

(V vs. Li+/Li) 

Redox events  Ball-milling CuPBA F350 

1 3.4-3.1 (D) FeF3 + x Li+ + e- �  LixFeF3  + + 

2 3.1-2.6 (D) CuF2 + 2 Li+ + 2 e- 
� Cu + 2 LiF + ++ 

3 1.8-1.5 (D) LixFeF3 + (3-x) Li+ + (3-x) e- 
� Fe + 3 LiF 

One or two successive reactional steps 

↗ 

+ 
↔ 

++ 
4 1.4-1.2 (D) + 

5 2.8-3.1 (C) 
Fe + 3 LiF � LixFeF3 + (3-x) Li+ + (3-x) 

e- 
+ + 

6 3.3-3.6 (C) LixFeF3 � FeF3 + xLi+ + xe- + + 

7 3.7-3.9 (C) Cu + 2 LiF � CuF2 + 2 Li+ + 2 e- + + 

Table 1: Redox identification in the first cycle from the theoretical curve and the associated assignment in 

ball-milled sample or CuPBA F350 

Symbols for both tables:  I: Intensity ; V: Voltage  D: discharge, C: charge 

Intensity: Equal intensity =, More intense +, very intense ++ ; Voltage: potential shift ↗ or , widening ↔ 

This confirms that the milling improves the redox activity of a physical addition of two-component CuF2 and FeF3. 

Discharge to 50 mV vs. Li+/Li induces conversion of both cations and in turn electrochemical grinding of the active 

materials according to the redox events reported in Table 1. Interestingly, the ball-milling still presents overall 

higher intensity and voltages than the simple addition during the subsequent charging and the second cycle, 

confirming the improvement brought by multimetallic fluorinated composites over binary fluorides as cathodic 

materials.  

The mechanism of CuPBA F350 and mechanical milling are then compared to highlight the differences between the 

two preparations of a multimetallic fluorinated nanocomposite. Comparing the voltamograms, the redox 

mechanisms are quite similar for both products, especially during the first charge and the second cycle. The benefits 

of multimetallic mixing over simple addition of the two metal fluorides are therefore retained with template 

fluorination and ball milling. Interestingly, striking differences are observed in the first reduction. For the CuF2, the 

peak at 2.7 V is much more intense in CuPBA F350 than in mechanical milling. This may be due to a better 

dispersion of the redox centers obtained with the fluorination of CuPBA, leading to a reduction and homogenization 



of the CuF2 particle size compared to mechanical milling as observed by SEM previously, and thus improving the 

electrochemical activity of the copper. Better homogenization of CuF2 and FeF3 matrix is assessed by the SEM 

views analysis performed on CuPBA F350 and mechanical milling presented in Figure 11. Another interesting 

feature is the conversion step during the first discharge. The mechanical milling sample exhibits two relatively weak 

and separated peaks at 2.1 and 1.4 V while CuPBA F350 exhibits only one large and intense peak centered on 1.5 V. 

The latter results most likely from the merging of the doublet present in the mechanical milling product (labeled 3 

and 4 in Table 1). This means that the conversion step which takes place in two separate steps for the milling 

product is different for CuPBA F350. It is possible that the transformations of intermediate phases during the 

conversion are facilitated in the case of CuPBA F350 compared to mechanical milling thanks again to the more 

homogeneous dispersion and size of the CuF2 and FeF3 domains assessed by SEM.  

In oxidation, similar current densities are observed for CuPBA F350 and mechanical milling with a double peak 

related to the FeF3 sample at 3 and 3.5 V followed by a peak at 3.8 V related to CuF2 appearing as a weak peak also 

present in the theoretical curve at similar voltages. 

 

 

Figure 15: CV comparison of the 2nd cycle between CuPBA F-350 and product of mechanical milling of 3:2 

CuF2:FeF3 ; Current obtained is corrected by the active mass and sweeping rate is 0.02 mV s-1 



 

Table 2: Redox identification in the second cycle from the theoretical curve and the associated assignment in 

ball-milled sample or CuPBA F350 

For the second cycle, the CV shape is similar between the CuPBA F350 and ball milling samples. The threshold 

voltage of the conversion step appears to be slightly different with 2.4 V for mechanical milling and 2.3 V for 

CuPBA F350 but widens at a lower potential. Quantitatively, the improvement in the first discharge for template 

fluorination over mechanical milling stabilizes out in the second cycle, but both still present more interesting 

electrochemical properties than the simple addition of two components. 

To approach a more practical use, galvanostatic measurements are performed in the voltage range 1 to 4.1 V. CuF2 

and FeF3 are cycled under the same conditions as the references. The V(Q) profiles are shown in Figure 16 a) and 

the resulting dQ/dV derivative curves for the first discharge (1D) and charge (1C) are reported in Figure 16 b) and c) 

respectively. This allows the voltage of the associated electrochemical reactions to be compared (dQ/dV intensity is 

not taken into account here).  

Peak 
Voltage range 

(V vs. Li+/Li) 
Redox events Ball-milling CuPBA F350 

8 3.5-3.2 (D) CuF2 + 2 Li+ + 2 e- 
� Cu + 2 LiF = = 

9 3.2-2.7 (D) FeF3 + x Li+ + x e- �  LixFeF3
 

↔ 

↗ 

+ 

↔ 

↗ 

+ 

10 2.1-1.5 (D) 

Conversion 

LixFeF3 + (3-x) Li+ + (3-x) e- 
� 

Fe + 3 LiF 

↗ 

↔ 

+ 

 

↔ 

+ 

11 2.7-3.1 (C) 
Fe + 3 LiF � LixFeF3 + (3-x) 

Li+ + (3-x) e- 
+ + 

12 3.4-3.6 (C) LixFeF3 � FeF3 + x Li+ + x e- + + 

13 3.7-3.9 (C) Cu + 2 LiF � CuF2 + 2 Li+ + 2 e- + + 



 

  

Figure 16: Profile in the first cycle (a) V(Q), b) dQ/dV (1D) and c) dQ/dV (1C) 

Current density of 10 and 2 mA g-1 in 1D and 1C, respectively 

In the case of FeF3, CuF2 and mechanical milling, the first discharge capacity Q(1D) reaches the theoretical 

maximum capacity with 714, 528 and 602 mAh.g-1, respectively. This highlights the absence of side reactions of 

these fluorides with the PEO electrolyte and is in agreement with the CV analyses.  

Q(1D) for CuPBA F350 is significantly higher than expected from its composition. An irreversible contribution may 

be behind this apparent increase in capacity such as an interaction between the solid polymer electrolyte and the 

fluorinated product.  

During 1D, the average voltage for mechanical milling and CuPBA F350 is higher than for CuF2 and FeF3. This is in 

good agreement with the CV data which shows the advantage of the composite fluoride over the simple addition of 

its components, as shown in ESI.  



Label 

Voltage 
range 

(V vs. 
Li+/Li) 

Main Redox Event 
Ball-

milling 
CuPBA 

F350 

1 3.3-3.0 FeF3 + Li+ + e- �  LiFeF3 = = 

2 3.0-2.7 
CuF2 + 2 Li+ + 2 e- 

� Cu + 2 
LiF ↗ ↗↗ 

3 1.8-1.5 
LiFeF3 + 2Li+ + 2e- 

� Fe + 3 
LiF ↗ ↗ 

4 1.6-1.4 
Interaction CuPBA F350/Solid 

polymer electrolyte 
= ↗ 

Table 3: Summary of redox steps identified on the galvanostatic curves of CuF2 and FeF3 (Hua et al., 2021) 

and their derivative and comparison with CuPBA F350 and mechanical milling during the first discharge 

Voltage: potential shift ↗, = or ↘ 

Label 
Voltage range 

(V vs. Li+/Li) 
Main Redox Event Ball 

milling 
CuPBA F350 

5 2.6-2.8 Fe+3 LiF � LiFeF3 + 2Li+ + 2e- = = 

6 3.1-3.3 LiFeF3 � FeF3 + Li+ + e- ↗ ↘ 

* 3.2-3.5 New intermediary 3.5 V 3.2 V 

7 3.4-3.7 Cu+2LiF � CuF2 + 2 Li+ + 2 e- = = 

Table 4: Summary of redox steps identified on the galvanostatic curves of CuF2 and r-FeF3 and their 

derivative and comparison with CuPBA F350 and ball milling during the first charge  

Voltage: potential shift ↗, = or ↘ 

It is known that redox events in the V(Q) galvanostatic mode are visualized by a plateau and a peak in the associated 

dQ/dV derivative curve. For ease of attribution, these contributions are labelled on the CuF2 and FeF3 curves. The 

characteristics of the different redox steps are summarized for 1D and 1C in Table 3 and in Table 4, respectively. 

From the analysis of the V(Q) and dQ/dV profiles collected in the tables, the electrochemical mechanisms seem 

similar between CuPBA F350 and mechanical milling as already demonstrated by the CV analysis. Moreover, the 

1D derivative curve analysis confirms higher reaction voltages than CuF2 or FeF3 alone and the improved 

electrochemical properties already assessed by CV. However, differences are detected between the two samples. A 



plateau corresponding to the reduction of CuF2 is located at 3.1 V in CuPBA F350 while the voltage drops for 

mechanical milling, showing the enhancement of the copper activity for the template fluorination as observed by 

CV. 

Another interesting feature for CuPBA F350 is the conversion (< 2.1 V) with a smoother voltage evolution than with 

mechanical milling. This may be due to a better homogeneous dispersion of the redox centers as already indicated 

by CV. A more intimate mixing of the redox centers is expected to improve the synergy and therefore leads to the 

absence of clearly separated redox steps in the resulting galvanostatic curve, as observed in 1D by CV. The structure 

of CuPBA F350 favors interactions between the Cu and Fe redox centers, resulting in a more hybrid situation 

between each CuF2 and FeF3 mechanism, especially during conversion than after ball-milling.  

During the following oxidation, the redox steps are difficult to represent because no clear plateau is observed 

anymore. The voltage of the redox reactions is compared by qualitatively analyzing the derived curve presented in 

Figure 16 c). The same three redox steps identified with FeF3 (labelled 5 and 6) and CuF2 (labelled 7) are maintained 

at the same voltage. However, an additional peak is present in both the derived 1C curve for CuPBA F350 and 

mechanical milling at 3.2 V for CuPBA F350 and 3.5 V for ball milling, marked with an asterisk. This additional 

peak could not be attributed to the redox of FeF3 or CuF2 and could therefore be due to the appearance of an 

additional intermediate phase in the electrochemical mechanism at the very low current density of 2 mA.g-1 applied. 

It is interesting to note that this additional peak occurs at lower potential range for CuPBA F350 than for mechanical 

milling in 1C (maximum at 3.2 V versus 3.5 V): this reactional intermediate could therefore be easier to form in the 

case of CuPBA F350 than in the product of mechanical milling thanks to a better homogeneous dispersion and 

regular size of the redox domains. 

This electrochemical study confirms the relevance of MMTF (Multi Metallic Template Fluorination) method for the 

preparation of multi-metallic fluorinated composites as cathode materials in Li solid state batteries. This method has 

a major advantage in terms of scalability compared to ball milling but also induces a better dispersion and regular 

size of the redox domains in the formed composite leading to slightly better electrochemical properties as evaluated 

by CV and galvanostatic measurements.  

A long cycle study could help confirm whether this first cycle improvement has an impact on capacity retention or 

voltage hysteresis. Results beyond the first discharge presented in this article are not directly comparable with the 



literature in terms of capacity or current density as the coin cell assembly used does not promote cyclability and was 

used to unravel differences in the mechanism. However, it can be noted that the first galvanostatic discharge for the 

mechanical milling product is rather similar to results obtained by Wang et al. on a CuxFe1-xF2 material with two 

plateaus at 3 V and 2.2 V at similar capacity values. Therefore, CuPBA F350 could perform better than this 

literature reference on prolonged cycling in similar conditions. This long cycle study could confirm improvement 

brought by MMTF over mechanical milling products observed in literature in terms of electrochemical 

performances additionally to the improvement brought by the solid gas fluorination synthesis method.  

Moreover, some works are needed to reduce the polarization by optimizing electrode formulation, porosity and 

weight. Such works are on progress. 

 

4. Conclusion 

CuPBA is chosen as a template for fluorination for its multi-metallic structure, fluorine-substitutable cyanide ligands 

and its open structure that favours fluorine diffusion for an optimal reaction. Moreover, it is easily synthesized in 

stoichiometric quantities by a simple co-precipitation protocol. A thermal study highlights the successive structural 

modifications occurring under air, showing the possibility of maintaining the structure of the model up to 170 °C 

while oxides are formed at 350 °C. Based on this, fluorination temperatures are selected. The combined XAS and 

XRD analyses confirm the possibility of obtaining different structures by adjusting the fluorination temperature. At 

low temperatures, an anti-perovskite phase [Cu(H2O)4]3.(FeF6)2 is obtained, showing that a multi-metallic 

fluorinated structure is maintained after fluorination of CuPBA. After a severe change in local order identified by 

XAS at 200 °C and especially around copper cations, fluorination leads to CuF2 and HTB-FeF3 phases at 350 °C.  

The electrochemical properties of CuPBA fluorination products are investigated by CV and in galvanostatic mode 

with a solid electrolyte membrane It is found that the fluorinated CuPBA at 350°C performs slightly better than the 

mechanical milling reference, and both much better than the simple addition of its two components, CuF2 and FeF3. 

This is due to an even more pronounced homogeneous initial dispersion of the Cu and Fe redox centres in CuPBA 

F350 than in the blank model and even than the milling reference as assessed by coupled SEM/EDX mapping 

analyses.  



Moreover, some works are needed to reduce the polarization by optimizing electrode formulation, porosity and 

weight. Such works are on progress.! 

The Multi Metallic Template Fluorination (MMTF) strategy detailed in this article and based on the preliminary 

thermal evolution mechanism study of the inorganic template should be generalized to a large variety of Metal 

Organic Frameworks or multifunctional compounds such as Layered Double Hydroxides. We believe that this 

strategy combining molecular fluorination with MMT opens the possibility of forming multiple structures and 

morphologies of fluorides of potential interest for different applications, such as cathodic materials on a large scale 

in our case. 
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